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1) RIBRATHALZE MM > RS LEDER - (LMK B Es ) /These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )
2) MRAE : #541% / Name of the person who made measurement: Climbgreat Yang
3) AHEFARZEE [ Name of the person in charge of measurement: Troy Chang

3%~ e H S / Cutting ~ Preparation

&Rk F¥F / Sample Measurement

4% Pb ~ 45 Cd & Hg = 1g 4% Cr’
RIBA Btk st ey A H T vk 88 4 BR AT B BL /R AR/ & BBR &Y MU K AL Aol E 5Lk /Add
1t(ie F & P75 ) / Acid digestion by suitable Microwave digestion with | appropﬂriate amount of
acid depended on different sample HNOs/HCIHF digestion reagent

material (as below table)

iy el
it 8 / Heat to
— _ appropriate
temperature to extract

1) BIRakE /
Alkali Fusion AEpig BRIt S [

2) kAR | . .
HCI to dissolve Cool, fllte:r digestate
through filter

24 / Sample Material ;b LBs 7k #8285 / Digestion Acid | o i BB B | Add
iR, 48, 42, 1245 I Ik, AEG, B, RAE, %K/ diphenyl-carbazide for
Steel, copper, aluminum, solder “Aqua regia, HNO3, HCI, HF, H.0- color development
3% | Glass AHER, S A AR / HNOs/HF
2, 44, s, L / ¥ 7k /Aqua regia S
Gold, platinum, palladium, ceramic VLS B - Bk ok 2k
s [ Silver M [ HNOs % B0 SIE R
# B/ Plastic BB, B AUK, HER, Bk / 540 nm &y B/

H2SO4, H02, HNG3, HC ] measure the
x4k / Others HoNALITBE B RAER | absorbance at 540 nm
Any acid to total digestion by UV-VIS
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ARFB(SE)LRERFR IV AEZR/
Analytical flow chart of PFOA/PFOS content

1) MBAAEH : D EK3E / Name of the person who made measurement: Carrie Liu
2) BEEFHFA:irE [/ Name of the person in charge of measurement: Shinjyh Chen

thoo A R FE /

Sample pretreatment

FAFEIREER
(%% US EPA 3540C) /

Sample extraction by Soxhlet extraction
(Reference method US EPA 3540C)

FEIRBGFEIRE
Concentrate/Dilute Extracted solution

VAR ARG AT H B T EBR
Analysis was performed by LC/MS

#3¥ / Data .
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BE oA E / Analytical flow chart of halogen content

1) AR AR : M4 /Name of the

person who made measurement: Alan Chen

2) @& FA: k”ZAE [ Name of the person in charge of measurement: Troy Chang

| KB ATRE/ |

Sample pretreatment/separation

| ﬁé&.;{g‘*iu%ﬂ)\*iﬂ%*%ﬁ? /
Weighting and putting sample in cell

KK g2, 58 R

Oxygen Bomb Combustion / Absorption

HIERZBE TENE /
Dilution to fixed volume

TR AR/
Analysis was performed by IC
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SAME/ S AMES N AER /| PBB/PBDE analytical FLOW CHART

1) BEAAE : H5,# / Name of the person who made measurement: Roman Wong
2) @R AaFA: % [/ Name of the person in charge of measurement: Shinjyh Chen

#1808 #2 & | First testing process ——»
HIEM R A A / Optional screen process ............
#3342 5 | Confirmation process — . = »

Sample/ # &%

Sample pretreatment / 1% &% 37 £ 3#

r— .

| Screen analysis / #1 & 4~ #7

IIIIIIIlllll.lllﬁlllll.lllllIIIII;

Sample extraction # & 3= H/
Soxhlet method % & Rk

v

\ 4
Concentrate/Dilute Extracted solution
3 Bk R S IR FE
v
Filter /| ¥R &E 1. '
o a—
v .

Analysis by GC/MS /

FUAR & AT H R R AT

A B ' & L. ® [ aem
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